CERTIFICATE OF ANALYSIS AND TESTS

For SYNERGY PROTOTYPE STAMPING DATE _Woednesday, February 10, 2021

22778 MACOMB INDUSTRIAL DR YOUR ORDER NUMBER _P-2808-020921

CLINTON TWP, M! 48036 OUR ORDER NUMBER _140662

DESCRIPTION OF MATERIALS AND SPECIFICATIONS

INV TAGH SHIP TAG#

rphop =

1. 83911A 82794 2MM X 50 X 96 HRPO GR60 5 SHEETS
3
4,
5.
CHEMICAL ANALYSIS
Heat NO. C MN P S Sl Al cB NB v
242192 0.036 0.585 0.012 0.004 0.0248 0.01%8 8] 0.002 0.058

GRIFFON STEEL CORPORATION

Heat NO. Yield Tensile Elong RB
242182 82000 74600 25.30% 78

Ll el

Woe hereby certify that the foregoing data is a true copy

of the data furnished us by our supplier or resulting from

1561 E. Highwood Drive tests performed in a recogr7 laboratary.

Pontiac. M 48340 J /" N
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